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Dongguan NTEK Testing Technology Co., Ltd.
Address: Building 3, Meisaidaxin Park, Keji 8th Road, Songshan Lake High-Tech Industrial Development Zone,
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Applicant : CFL Flooring (China) Co., Ltd

Address : No 111 Changjiang Rd. - Jiashan Development area - 314100 Jiaxing, P.R. China

The following sample(s) was/were submitted and identified on behalf of the client as:

Product Name : Laminate with underlayment

Model : F-L01

Manufacturer : CFL Flooring (China) Co., Ltd

Address : No 111 Changjiang Rd. - Jiashan Development area - 314100 Jiaxing, P.R. China

Date of Sample Received : Jun. 08, 2021

Test period : Jun. 08, 2021 - Jun. 10, 2021

Test requested : As specified by client, to determine the Phthalates content on submitted sample.

Test method : Please refer to next page.

Test result : Please refer to next page.

Tested by: Reviewed by:
Zack Dong Grace Liu

Approved by: Date: Jun. 10, 2021
Caby Yang

(Signed for and on behalf)
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Test Results :
Test method: With reference to CPSC-CH-C1001-09.4, tested by GC-MS.

Test Items CAS No. Unit MDL
Results

No.1

Di-iso-nonyl phthalate (DINP)
28553-12-0/

68515-48-0
mg/kg 100 N.D.

Di-n-octyl phthalate (DNOP) 117-84-0 mg/kg 30 N.D.

Di (2-ethyl hexyl)-phthalate (DEHP) 117-81-7 mg/kg 30 N.D.

Diisodecyl phthalate (DIDP)
26761-40-0/

68515-49-1
mg/kg 100 N.D.

Butylbenzyl phthalate (BBP) 85-68-7 mg/kg 30 N.D.

Dibutyl phthalate (DBP) 84-74-2 mg/kg 30 N.D.

Diethyl phthalate(DEP) 84-66-2 mg/kg 30 N.D.

Dipropyl phthalate (DPrP) 131-16-8 mg/kg 30 N.D.

Diisobuty phthalate (DIBP) 84-69-5 mg/kg 30 N.D.

Diheptyl phthalate (DHP) 3648-21-3 mg/kg 30 N.D.

Dicyclohexyl phthalate (DCHP) 84-61-7 mg/kg 30 N.D.

Dinonyl phthalate (DNP) 84-76-4 mg/kg 30 N.D.

Dimethyl phthalate (DMP) 131-11-3 mg/kg 30 N.D.

Diisooctyl phthalate (DIOP) 27554-26-3 mg/kg 30 N.D.

Dipentyl phthalate (DPP) 131-18-0 mg/kg 30 N.D.

Di-n-hexyl phthalate (DnHP) 84-75-3 mg/kg 30 N.D.

Dimethoxyethyl phthalate (DMEP) 117-82-8 mg/kg 30 N.D.

a. CPSIA Limit:
As required by the Consumer Product Safety Improvement Act 2008 (CPSIA), the requirement for
Phthalates content in childcare items and toys is summarized below:

Scope Requirement

Any toys and child care articles DBP, BBP, DEHP, DIBP, DPENP, DnHP, DCHP, DINP<0.1%
(individual)
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b. Annex XVⅡ item 51&52 of the REACH regulation Limit

Scope Requirement

For all toys and childcare articles DEHP, BBP, DBP, DIBP<0.1% (individual)
Total (DEHP+ BBP+DBP+DIBP)<0.1%

For toys and childcare articles that can be placed in the
mouth Total (DINP+DNOP+DIDP)<0.1%

c. California Proposition 65 Limit - According to the client’s requirement
Items Requirement

DEHP, DBP, BBP, DnHP, DIDP, DINP <0.1% (individual)

d. Client’s Limit
Items Requirement

Each Phthalates Not Detected(<MDL)

Test Part Description:
No.1: Blue wooden board with brown wood grain coating with blue foam

Note:
(1) mg/kg=ppm=0.0001%;

(2) N.D.=Not Detected(<MDL);

(3) MDL=Method Detection Limit.

Operation Flow Chart:

Sample Preparation Sample Measurement
Extraction with appropriate
solvents by Soxhlet extractor

Report Test by GC-MS Filtration
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Photograph of Sample:

Tested sample

Reference photo

***End of Report***


